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INTERIM REPORT

CIPET/AHMEDABAD-IR/ GREENOMERS PRIVATE LTD. /TR No. 1918 Date:01.01.2025

Name & Address of the party: M/s. GREENOMERS PRIVATE LTD.
Survey No: Plot No.36-B36,B37,Swarnim Industrial Park.2

Village.Bakrol Bujrang Daskroi,Dist,Ahmedabad - 382433

Date of Receipt of sample: 27.07.2024 Date of Initiation of testing: 23.08.2024
Sample details (as declared by the party): Compostable Film

| SL Property Test method / | Unit Results Specified
No. Standard obtained Requirements
FTIR ;
Polybutylene Adipate
1. | Material Identification (AREie E 25 - co-terephthalate --
s (PBAT)
(ASTM D 3418)
Disintegration Cl. 6.2 of I[SO _

2. | (Dry o emains in2mm | 17088-2021/1S | % 9.5 i ‘?gﬁf Gidn
sieve after 84 days) 17088-2008 i
Ultimate Aerobic > 90% (At the
Biodegradation Cl. 6.3 of ISO 92.66 end of test

3. | (with reference to 100% 17088-2021/1S % (At the end of 127 period not
degradation of positive 17088-2008 days) more than 180

L reference) days)
Comments: The submitted sample of Compostable Film (as stated by the party) complies to the

requirements of C1. 6.2 & 6.3 of ISO 17088-2021 /1SO 17088-2012.
a. Maximum Thickness of the submitted sample : 28 micron.
b. Filler content of the submitted sample : 1.27 %
Note: The submitted sample is exposed under controlled compost condition as per 17088-2021/1SO 14855-1
and at the end of 127_days, the cumulative biodegradation is estimated as 92.66% with reference to

the degradation of cellulose.

1. The following tests are under progress as per the standard 1S/ISO 17088-2008.
a. Heavy metal analysis as per CI. No. 6.4.1.
b. Seed germination as per C1. No. 6.4.4.
c. Acute earthworm toxicity test as per Cl. N0.6.4.4 ISO 1 7088-2021
d. Chronic earthworm toxicity test as per Cl. No.6.4.5 ISO 17088-2021

2. The test report will be issued after the completion of all the tests.
3. The interim report is only valid till the issue of test report. =
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